@ Sahinler Celik Halat

Const.

Min. & Max. Dia
Core

Coating

18x7
8 mm - 40 mm

FC & IWRC
UNGALVANIZED & GALVANIZED
Contact US

Other Request

Rope Dia. Unit  Minimum Breaking Load (kN)
Dia. Tolerance Weight [Acc to Wire Tensile Strength]
(mm) (%) (kg/m) 1770 1960 2160
[N/'mm2] [N/mm2] [N/mm2]
8 0.256 37 41 45
9 0.324 47 52 57
10 0.400 58 64 71
11 0.484 70 78 86
12 0.576 84 93 102
13 0.676 98 109 120
14 0.784 114 126 139
15 0.900 131 145 159
16 1.024 149 165 181
17 1.156 168 186 205
18 +5 1.296 188 208 230
19 0 1.444 210 232 256
20 1.600 232 257 283
21 1.764 256 284 312
22 1.936 281 311 343
23 2.116 307 340 375
24 2.304 334 370 408
25 2.500 363 402 443
26 2.704 392 435 479
27 2.916 423 469 516
28 3.136 455 504 555
29 3.364 488 541 596
30 3.600 523 579 638
32 4.096 594 658 725
Celik Halat 21 WIRE ROPE



